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Product
Manufacturer 1-1827876-3 Amount 1413.646 Version - Identity
Item number
Manufacturer Weight Uom mg Mfr Site Authority
Item Name
Date UOM Each
EUR0OHS-0508 |Product(s) meets EU RoHS requierement without any exemptions
ChinaRoHS- Product(s) is eligible for marking with the e code under China's Measures for Administration of the control of pollution by Electronic Information
0508 Products
REACH-0209 Product(s) does not contain REACH Substances Of Very High Concern above the limits per the definition within REACH
Manufacturing Information
J-STD-020 MSL Max Total a Ramp Rate Wave
Rating Wave Time Additional Info
Classification Max Wave 10.0 Ramp Down Psl Rating
Temp Solder Time Rate Reflow
Max Time Psl Rating Package Size 0.0
Within 5 Wave Designator
Time Above 217 Reflow Preheat Max Terminal Base |Cu Alloy
Additional Info Temp Alloy
Preheat bulk Solder NAC Nbr or Reflow Terminal Gold (Au)
Duration Termination Cycles Plating
Preheat Min Nbr of 0 Component Shape NAC
Temp Instances Temp Spike
Product Disclosure
Sub- Level Name Substance Substance Substance Quantity Mass per Unit [UOM Exemption
Item/Material/ Category CAS Concentration
Substance
Sub-Item 1 1-1827870-3 1.0 1071.0 mg
Material 2 POLYESTER 1.0 1071.0 mg
PBT+PET
Substance 3 Poly(oxy-1,4- [Supplier 24968-12-5 34.0 1.0 364.14 mg
butanediyloxyc
arbonyl-1,4-
phenylenecarb
onyl)
Substance 3 Glass, oxide, [Supplier 65997-17-3 15.0 1.0 160.65 mg
chemicals
Substance 3 Contains No Supplier TE5081-2- 3.0 1.0 32.13 mg
Reportable 0909
TE5081-2
Substances
Substance 3 Poly(oxy-1,2- [Supplier 25038-59-9 27.0 1.0 289.17 mg
ethanediyloxyc
arbonyl-1,4-
phenylenecarb
onyl)
Substance Carbon black [ Supplier 1333-86-4 1.0 1.0 10.71 mg
Substance Antimony oxide | Supplier 1314-60-9 10.0 1.0 107.1 mg
(Sbh205)
Substance 3 1H-Isoindole- | Brominated 32588-76-4 10.0 1.0 107.1 mg
1,3(2H)-dione, [Flame
2,2'-(1,2- Retardants
ethanediyl)bis[ | (other than
,5,6,7- PBBs or
tetrabromo- PBDEs)
Sub-Item 1 1827573-2 3.0 31.6 mg
Material Nickel Plate 3.0 0.312 mg
Substance Contains No Supplier TE5081-2- 0.2 3.0 6.24E-4 mg
Reportable 0909
TE5081-2
Substances




Substance 3 Lead Lead/Lead 7439-92-1 0.1 3.0 3.12E-4 mg
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 3.0 0.31106 mg
Material 2 Gold Plate 3.0 0.044 mg
Substance 3 Gold Supplier 7440-57-5 99.0 3.0 0.04356 mg
Substance 3 Contains No Supplier TE5081-2- 1.0 3.0 4.4E-4 mg
Reportable 0909
TE5081-2
Substances
Material 2 Tin Plate 3.0 0.348 mg
Substance 3 Tin Supplier 7440-31-5 99.5 3.0 0.34626 mg
Substance 3 Contains No Supplier TE5081-2- 0.4 3.0 0.001392 mg
Reportable 0506
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 3.0 3.48E-4 mg
Compounds
Material 2 Copper Alloy 3.0 30.896 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 3.0 0.0030896 mg
Substance 3 Tin Supplier 7440-31-5 1.1 3.0 0.33986 mg
Substance 3 Cobalt Supplier 7440-48-4 1.0 3.0 0.30896 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 3.0 3.0896E-4 mg
Substance 3 Iron Supplier 7439-89-6 0.1 3.0 0.030896 mg
Substance 3 Phosphorus Supplier 7723-14-0 0.07 3.0 0.0216272 mg
Substance 3 Chromium Supplier 7440-47-3 0.0030 3.0 9.2688E-4 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 3.0 0.0030896 mg
Substance 3 Copper Supplier 7440-50-8 96.4455 3.0 29.7978 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.05 3.0 0.015448 mg
Compounds
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.01 3.0 0.0030896 mg
mium
Compounds
Substance 3 Nickel Nickel 7440-02-0 1.2 3.0 0.37075 mg
Substance 3 Mercury Mercury/Mercu [7439-97-6 5.0E-4 3.0 1.5448E-4 mg
ry Compounds
Sub-Item 1 1827578-1 2.0 58.043 mg
Material 2 Phos Bronze 2.0 57.696 mg
Substance 3 Copper Supplier 7440-50-8 94.6835 2.0 54.62859 mg
Substance 3 Manganese Supplier 7439-96-5 0.02 2.0 0.0115392 mg
Substance 3 Chromium Supplier 7440-47-3 0.01 2.0 0.0057696 mg
Substance 3 Tin Supplier 7440-31-5 4.5 2.0 2.59632 mg
Substance 3 Arsenic Supplier 7440-38-2 0.015 2.0 0.0086544 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 2.0 0.0057696 mg
Substance 3 Iron Supplier 7439-89-6 0.1 2.0 0.057696 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 2.0 5.7696E-4 mg
Substance 3 Zinc Supplier 7440-66-6 0.3 2.0 0.17309 mg
Substance 3 Phosphorus Supplier 7723-14-0 0.1 2.0 0.057696 mg
Substance 3 Cobalt Supplier 7440-48-4 0.1 2.0 0.057696 mg
Substance 3 Cadmium Cadmium/Cad |7440-43-9 0.01 2.0 0.0057696 mg
mium
Compounds
Substance 3 Lead Lead/Lead 7439-92-1 0.05 2.0 0.028848 mg
Compounds
Substance Nickel Nickel 7440-02-0 0.1 2.0 0.057696 mg
Substance Mercury Mercury/Mercu |7439-97-6 5.0E-4 2.0 2.8848E-4 mg
ry Compounds
Material Tin Plate 2.0 0.347 mg
Substance Lead Lead/Lead 7439-92-1 0.1 2.0 3.47E-4 mg
Compounds
Substance 3 Tin Supplier 7440-31-5 99.5 2.0 0.34527 mg
Substance 3 Contains No Supplier TE5081-2- 0.4 2.0 0.001388 mg
Reportable 0506
TE5081-2
Substances
Sub-ltem 1 1827573-3 3.0 43.92 mg
Material 2 Nickel Plate 3.0 0.432 mg
Substance Contains No Supplier TE5081-2- 0.2 3.0 8.64E-4 mg
Reportable 0909
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 3.0 4.32E-4 mg
Compounds
Substance 3 Nickel Nickel 7440-02-0 99.7 3.0 0.4307 mg
Material 2 Gold Plate 3.0 0.044 mg
Substance 3 Gold Supplier 7440-57-5 99.0 3.0 0.04356 mg
Substance 3 Contains No Supplier TE5081-2- 1.0 3.0 4.4E-4 mg
Reportable 0909
TE5081-2

Substances




Material 2 Tin Plate 3.0 0.673 mg
Substance 3 Tin Supplier 7440-31-5 99.5 3.0 0.66964 mg
Substance 3 Contains No Supplier TE5081-2- 0.4 3.0 0.002692 mg
Reportable 0506
TE5081-2
Substances
Substance 3 Lead Lead/Lead 7439-92-1 0.1 3.0 6.73E-4 mg
Compounds
Material 2 Copper Alloy 3.0 42.771 mg
Substance 3 Arsenic Supplier 7440-38-2 0.01 3.0 0.0042771 mg
Substance 3 Tin Supplier 7440-31-5 1.1 3.0 0.47048 mg
Substance 3 Cobalt Supplier 7440-48-4 1.0 3.0 0.42771 mg
Substance 3 Beryllium Supplier 7440-41-7 0.0010 3.0 4.2771E-4 mg
Substance 3 Iron Supplier 7439-89-6 0.1 3.0 0.042771 mg
Substance 3 Phosphorus Supplier 7723-14-0 0.07 3.0 0.0299397 mg
Substance 3 Chromium Supplier 7440-47-3 0.0030 3.0 0.00128313 mg
Substance 3 Antimony Supplier 7440-36-0 0.01 3.0 0.0042771 mg
Substance 3 Copper Supplier 7440-50-8 96.4455 3.0 41.2507 mg
Substance 3 Lead Lead/Lead 7439-92-1 0.05 3.0 0.0213855 mg
Compounds
Substance 3 Cadmium Cadmium/Cad (7440-43-9 0.01 3.0 0.0042771 mg
Q(IJL:‘rq;)ounds
Substance 3 Nickel Nickel 7440-02-0 1.2 3.0 0.51325 mg
Substance 3 Mercury Mercury/Mercu |7439-97-6 5.0E-4 3.0 2.1385E-4 mg

ry Compounds





                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                               

